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Interior / Exterior Primer - Silver series. (Swagat Interior /

erm araft #1 fyaem
Oescription of Test kem

T Wadt # rEary
ertification of Test kem

Exterior Primer - Silver series)

3 No.s of sealed plastic containers each 500 ml were received.
Batch No, CP/1012/24/9/18

AL = fafarti (afy &) IS: 15489: 2004

Product Specification (F ary) ; ]

FILAT HIT ﬁ Frf 26/09/2018

Oete of Receipt of the Test tem

w12 W & fifey From: 28/09/2018 To:  30/11/2018

Date(s Jof Performance of Tests

ZTTFT WUTTHT F TEE77
Methods) used for Test

LA wiwar a5t wrefe o

Sampling Procedure where releyant

On the lines of IS: 101 & IS: 15489: 2004

As per Specification
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1 Condition Good Good
2 Consistency Passes the test Suitable for application by
brushing
3 Surface Dry Less than 45 mins Class A & B Max. 45 min. ,
Class C & D Max. 90 min.
4 Hard Dry Less than 4 hrs. Class A & B Max. 4 hrs. ,
. Class C & D Max. 8 hrs.
5 Finish Smooth & uniform Smooth & uniform
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6 Colour White -

T Gloss at 60 deg. 3 Class A 0-10, Class B 11-25,
Class C 26-70, Class D 71 and

above
8 Resistance to alkali Passes the test There should be no

appreciable colour difference
after the test.

9 Thinning properties Passes the test Should mix readily with water.
10 Application” Passes the test. Suitable for application by
properties brush or spray.
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11 Recoating Passes the test Should not show colour
properties separation, sagging,pitting,

flaking or cracking.

12 Washability & : Passes the test. The film should not show any

Cleanability test/Wet deterioration or colour fading.
scrub resistance

(5 Accelerated Storage A) At 60 +/ -2 deg. - Passes the test The material should be
Stability B) At -5+/-2 deg. - Passes the test suitable for application by
5 brushing or spraying after the
test
14 Mass in Kg./10 litres 13.43 Not specified
15 Lead (as Pb) 2 300ppm Max

Content, ppm
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f'th'uﬁ For Primer"s, Fastness to light, Durability and Opacity Not Applicable.
Note :
HEa
Remarks * Nil
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